
Supplementary Table 6. Structural formulae of ilmenite and rutile in JAB 257A used for thermobaromet

Mineral Si Al Fe Mg Ca Mn Ti

Ilmenite 0.0008 0.0006 1.0263 0.0126 0.0025 0.0058 0.9752

Rutile 0.0031 0.006 0.0069 0 0.001 0.0009 0.9881
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